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Report code: AR-26-KV-002246-02

Report date: 02.02.2026

Amas Global - Den Haag
Waterweegbree 42, 2498 EN Den Haag
Zuid Holland
2498 Den Haag
Zuid Holland, the NETHERLANDS

  -

 ▄▄▄▄▄▄▄   ▄  ▄▄▄▄▄       ▄▄▄▄▄  ▄▄   ▄  ▄ ▄▄▄▄▄▄▄ 
 █ ▄▄▄ █ ▄▄▀    ▄ █ ▀▄█▀ █▄ ▄█▄▀▀▀▄█ ▀ ▀██ █ ▄▄▄ █ 
 █ ███ █ █   ▄▄ ▀▀▀█▄▄█▄█▄▄▄█▄▄▄▀▄  █▀█ ▀  █ ███ █ 
 █▄▄▄▄▄█ █▀▄ █ █ █▀█ █▀█ ▄ █ ▄ ▄▀▄▀█ █▀█ ▄ █▄▄▄▄▄█ 
 ▄ ▄▄▄▄▄ ▀█  ██▀▀█▀▀▀█ █▄▄▄█▀ ▄█▄ █▄█▄ ▀▀▄ ▄▄▄▄▄   
  █▄▄██▄ ▄█ ▄ ▀▀     ▄▀▄▄  ▄ ▄███▄▄▄▀██▄▀▄▄▀  █▄▄▄ 
 ▀█▀███▄ ▀▄ ▀█  █ █▀█ █▄▄█▄█▀▀██▄▀ █▄▄▄ ▄▄  ▄▀█▄▀▄ 
  █ █▄ ▄▄██▀▄█ ▄▀▄█ ▄ ▀ ▄▄█  █▄▀██▄▄▄▄█▄ ▄ ▀ ▀  █▄ 
 ▄ █ ▀█▄▀ ▀ ▀ ▄█ ▄▀▀▄▄▀ ▀▄█▀▄ ▄█▀ ▀▀▄█ ▄█▄█ ▄▀▄  ▀ 
 ▄ █▀ ▀▄▀ █▄▀  █ ▄▄▄▄▄ █ █▄▄▄ ▄█▀ █ ▀▄▀ ▄▄▀▀ ▄▄ ▀▄ 
  ▄▀█ ▄▄█▀▀ █▄▄▄  ▄▀▀▄▄▄█▄▄ ▄▀▄▄▀▀▀▄▄▄▀▄ █▄▄▀▀ ▄▀▀ 
 █▀█ ██▄▄▄▄▀▄█▄█▄▀██ ▄▀▄██▄▄█ ▀▀▀▄▄▄▄ ▀▄ ▄████ █▀▄ 
 ▀ ▀▄█ ▄ █▄▀▄▀▄█▄█▀▄█▄██ ▄ ██▀ ▀▀▀▀▄▄▄▀ ██ ▄ █▄▄ █ 
  ▄▀▄█▄▄▄█ █▀ ▄█ ▀ █▀▄▀█▄▄▄█▀▀ ▀█ ▄▄█ ▀▄▀█▄▄▄█▄▄▄▄ 
  ▄  █▀▄█▀▀██▄  ▀▄█▄▀▀▄████▄▀▀█▀▄▀▄ ▄▄▀ ▄ ▄▄▄▄ ▄▄  
  ▄ ▄  ▄███ ▄▀▀  ▀▄█▀█▀▀▄█▄▀ █▀█▀▄▄▄▀▀▀▄▀ ▀▄▄ ▀▄▄▄ 
  ▀▀███▄▀▀▀▄    ▄▀▀▄██ █ █▄▀▀▄▀ ▄▄▄█▄█▀▄▄██ ██▀▄▀▄ 
  ▀▀█ ▄▄ ▀▄  █▄▀▀ █ ▄▄▄▄█▀ ▀▀█▀▄▄█▄▀ ▄▄▄▀ ▀▄█ ▄ ▀▄ 
   ▄█ ▀▄▀█▀▀▀█▄ ███▀▄▄▀▄▄▀ ▀▄▀▀ ▀▀▀ ▄▄█ ▄▄▄ ▀▄ ▄█▀ 
  █  ▀█▄▄▀█▄ ▀▀ █▀    ▀▄▄██▀▄ ▀▀█▄ ▄█ █▄█▀███▄ ▀▀▄ 
 ▄██▀  ▄██▄██▀▀▄▀▄█▄▀▄█▄█▄▄▄▄▀█▄▄▀ █▀▄█▀▄█▄▄███▄█▀ 
 ▄▄▄▄▄▄▄ ▀▄▄█▄  ▀▄ ▄█ ▄█ ▄ ██▀▄▀▄ ▄▄▄▀▀▄ █ ▄ █▄▄ ▄ 
 █ ▄▄▄ █ █ ███▄▀█  █▄▀██▄▄▄█▀▀▀▀▄▀  ▄▄▄▀ █▄▄▄█▄▄▀▄ 
 █ ███ █ ██ ▄ █▄▄▀▀▄▄  ▀█▄▀█▀▀▄▀▄ ▀▄ ▄▀▄▄▀▀▀█▀▄  ▀ 
 █▄▄▄▄▄█ ▄▄█▄▀███▀▀▄▄▄█ ██▀▀▄ ▄█▀ ▀ ▀▄ ▀▀ ▀▀  █▄▄█ 
                                                   

Scan to authenticate 

this report

ANALYTICAL REPORT

Sample code: 260-2026-01001763 Report code: AR-26-KV-002246-02

Sample name:  Amas Organics Copper Bottle

Received on: 15.01.2026

15.01.2026 - 20.01.2026Analysed between:

Sample reference

1 PcsQuantity received:

Cardboard BoxCondition on receipt: Sample packing:Good

NOT SAMPLED BY EUROFINS ChemicalSampling: Discipline:

MiscellaneousGroup:

HEAVY METALS & 
MINERAL

UnitResultMethod

KV2JE %99.10BS EN 15079-2015Copperext

KV04E %<0.0001BS EN 15079-2015Aluminiumext

KV2IZ %<0.0001BS EN 15079-2015Cadmiumext

KV2J0 %<0.0001BS EN 15079-2015Manganeseext

KV2IF %<0.0001BS EN 15079-2015Arsenicext

KV2J2 %<0.0001BS EN 15079-2015Bismuthext

KV2JG %<0.0001BS EN 15079-2015Chromiumext

KV2JK %<0.0001BS EN 15079-2015Zirconiumext

KV2JL %<0.0001BS EN 15079-2015Berylliumext

KV2JM %<0.0001BS EN 15079-2015Telluriumext

KV2J1 %0.0001BS EN 15079-2015Antimonyext

KV2PC %0.0001BS EN 15079-2015Cobaltext

Note: The test identified by the two letters code EXT are subcontracted to our Eurofins Group lab. 

The results may not be reproduced except in full, without a written approval of the laboratory. The results relate only to the sample analysed.
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Mr Surjit Singh
Deputy Manager - Registration and Reporting
This report supersedes test Report No. AR-26-KV-002246-01, dated 20/01/2026 due to correct the sample name.

************** END OF REPORT ***************

The results may not be reproduced except in full, without a written approval of the laboratory. The results relate only to the sample analysed.
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